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Mount M1 transverse through CS4 can 3 fracture on
left and can 4 on right - ID on bottom- Black is clad
and stainless steel weld- NO HARDNESS TESTS
REQUESTED
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Mount M 2 transverse through CS4 can 4 on left and
can 3 fracture on right- ID on bottom- Black is clad
and stainless steel weld-

Mount M3 transverse through LS4 can 4 on both
sides - ID on bottom- Black is clad and stainless
steel weld

Mount M4 transverse through CS4 can 3 fracture on
right and can 4 on left - ID on bottom- Black is clad
and stainless steel weld- NO HARDNESS TESTS
REQUESTED

FIGURE 32 Photo macrographs with green lines where the micro-hardness traverses were made.
hardness values are given in Table 5-7
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